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METHOD FOR THE ULTRASONIC 
INSPECTION OF PIPE AND TUBING AND A 

TRANSDUCER ASSEMBLY FOR USE 
THEREWITH 

This application is a continuation of application Ser. No. 
08/088,039, ?led Jul. 6, 1993, now abandoned. 

BACKGROUND OF THE INVENTION 

1. Field of the Invention 
The invention relates to a method for the ultrasonic 

inspection of pipe and tubing to determine characteristics 
thereof, such as wall thickness or defects, and to a transducer 
assembly for use with this method. 

2. Description of the Prior Art 
Incident to the manufacture or use of tubular products, it 

is common practice to inspect the tubing for detection of 
variations in the wall thickness thereof and to detect the 
presence of surface and internal defects. For this purpose, it 
is known to use ultrasonic inspection techniques With these 
techniques, it is customary to employ a transducer to impart 
high-frequency sound energy into the tubing to be tested. 
The high-frequency sound energy is transmitted through an 
ultrasonic ?uid to the tubing and is re?ected back from the 
tubing to the transducer. Monitoring of this back re?ection 
of the sound energy is used to determine characteristics such 
as wall thickness and the presence of defects in the form of 
discontinuities in the tubing. 

With inspection techniques of this type, relative rotational 
movement is imparted between the tubing being inspected 
and the transducer assembly used for the inspection. To 
achieve precise and reliable test results, it is necessary to 
maintain effective ultrasonic coupling between the transduc 
ers and the surface of the tubing during this relative rota 
tional movement. This necessitates a transducer assembly 
having a surface coupled to the transducers that conforms to 
the contour of the surface of the tubing being inspected. To 
maintain this contact, it is desirable that the contacting 
surface of the transducer assembly be of a material that will 
deform into conformity with the tubing contour. For effec 
tive ultrasonic coupling, contact of the conforming material 
must be maintained while effecting relative rotational move‘ 
ment of the tubing surface and the conforming material of 
the transducer assembly. This results in rapid wear and 
destruction of this conforming surface of the transducer 
assembly and thus necessitates frequency removal and 
replacement. If the surface is attempted to be maintained in 
light contact to avoid wear and abrasion thereof, this results 
in ineffective ultrasonic coupling of the transducers and thus 
imprecise and unreliable test results. 

SUMMARY OF THE INVENTION 

It is accordingly a primary object of the present invention 
to provide an ultrasonic testing method for pipe and tubing 
and a transducer for use therewith wherein effective ultra 
sonic coupling may be maintained during relative rotational 
movement of a transducer assembly and tubing during 
ultrasonic testing, while avoiding wear and abrasion of the 
conforming surface portion of the transducer assembly. 
A more speci?c object of the invention is to provide a 

method and assembly of this type wherein effective ultra 
sonic coupling may be provided between an ultrasonic 
transducer and tubing surface during relative rotational 
movement incident to inspection, while maintaining the 
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2 
conforming surface of the transducer assembly out of con 
tact with the tubing surface. 
The transducer assembly in accordance with the invention 

has an elongated housing with a plurality of ultrasonic 
transducers mounted on an upper surface of the housing and 
along a major axis thereof. A guide which may constitute a 
set of two wheels is mounted on each of two opposite ends 
of the housing. A plurality of ultrasonic transducers are 
mounted between the guides and on the housing. An elastic 
membrane of water-impervious, elastic material is provided 
in water-sealed connection at edge portions thereof to a 
lower surface of the housing. The edge portions of this 
membrane terminate on the lower surface of the housing at 
a location short of each guide. The elastic membrane forms 
a reservoir of ultrasonic ?uid within the membrane, with this 
?uid being coupled to the plurality of transducers. Valves are 
provided for the selective and controlled introduction and 
removal of this ultrasonic ?uid to and from the reservoir. 

The ultrasonic ?uid is preferably water. 
The elongated transducer has an elongated, open interior 

portion on the upper surface thereof and the plurality of 
ultrasonic transducers are mounted within this open interior 
portion. 
The reservoir provided by the membrane is in communi 

cation with this open interior portion of the elongated 
transducer housing. 
The elastic membrane has an elongated ?at bottom sur 

face terrninating at tapered opposed end portions adjacent 
each wheel. 

In accordance with the method in the invention, the 
transducer assembly is employed by ?lling the reservoir 
with ultrasonic ?uid and then compressing the ?uid-?lled 
membrane against an exterior surface of the tubing to be 
inspected. A quantity of the ultrasonic ?uid is removed from 
the reservoir in an amount sufficient to permit the elastic 
membrane to conform to the contour of the exterior trans— 
verse surface of the tubing. Then inspection of the tubing is 
performed by introducing ?owing ultrasonic liquid, prefer 
ably water, between the elastic membrane and adjacent 
surfaces of the tubing, while producing relative rotational 
movement between the transducer assembly and the tubing. 
During this operation, the elastic membrane and the plurality 
of ultrasonic transducer are ultrasonically coupled to the 
tubing by the ?owing ultrasonic liquid and the ultrasonic 
?uid within the reservoir, while maintaining the elastic 
membrane out-of-contact with the tubing. 

Preferably the water is introduced by spraying the water 
onto the tubing during the relative rotational movement 
between the transducer assembly and the tubing. This rela 
tive rotational movement is preferably produced by rotating 
the transducer assembly while moving the tubing linearly. It 
is also possible to maintain the transducer assembly station 
ary while simultaneously rotating and moving the tubing 
linearly. 

BRIEF DESCRIPTION OF THE DRAWINGS 

FIG. 1 is a sectional view of one embodiment of a 
transducer assembly in accordance with the invention taken 
along lines A—A of FIG. 2; 

FIG. 2 is a plan view of the transducer assembly; 
FIG. 3 is a detailed view in section of the transducer; 

FIG. 4 is a perspective showing in side elevation of the 
ultrasonic inspection apparatus of the invention employing a 
transducer assembly in accordance with the embodiment of 
FIGS. 1, 2 and 3; and 
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FIG. 5 is a perspective showing in front elevation of the 
apparatus of FIG. 4. 

DESCRIPTION OF THE PREFERRED 
EMBODIMENT 

With reference to the drawings and for the present to 
FIGS. 1 and 2 thereof, there is shown a transducer assembly 
designated generally as 10 in accordance with one embodi 
ment of the invention. The transducer assembly 10 has an 
elongated transducer housing 12. A plurality of transducers 
14, four of which are shown in the embodiment of FIGS. 1 
and 2, are mounted within an open area 16 of the transducer 
housing. The transducers 14 are secured within the open area 
16 by bolts 18. Each transducer 14 has a terminal 20 for 
connection to a power source (not shown). A set of wheels 
22 is journalled for rotation on each end of the transducer 
housing. An elastic membrane 24 of water-impervious, 
elastic material, such as polyurethane, is connected in water 
sealing engagement at edges 26 thereof to the transducer 
housing. The membrane 24 has a ?at area 27 and tapered end 
portions 28. A reservoir 30 is provided by this membrane 24 
between the membrane and the transducers mounted in the 
open area 16 of the transducer housing. Valves 32 are 
provided at each end of the reservoir to provide for the 
introduction and removal of water used as the ultrasonic 
coupling ?uid with respect to the reservoir 30. 

In accordance with the method of the invention, the 
reservoir 30 is ?lled with water through valves 32. Then the 
transducer assembly is placed adjacent the tubing to be 
inspected with the membrane 24 being compressed against 
the surface of the tubing. This causes distortion of the 
membrane to conform to the contour of the tubing, as shown 
by the dashed lines constituting the surface 27 of the 
membrane shown in FIG. 3. Then the water is removed 
through valves 32 until the membrane conforms to the 
surface of the tubing. FIGS. 4 and 5 show a tubing 34 to be 
inspected by the transducer assembly 10, with the surface 27 
of the membrane 24 conforming to the contour of the tubing 
surface. During inspection, as shown in FIG. 4, the tubing is 
maintained out of contact with the surface 27 of the mem 
brane during rotation thereof. This is achieved by water 
spray nozzle 36 spraying water onto the rotating surface of 
the tubing to provide water between the surface 27 of the 
membrane 24 and the surface of the tubing 34. The mem 
brane 24 is maintained out of contact by this ?ow of water 
38 with the water maintaining the necessary ultrasonic 
coupling with the transducers of the assembly. 

In this manner, effective ultrasonic coupling with the 
transducers is provided to achieve precise and reliable 
inspection, while protecting the surface 27 of the membrane 
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24 from contact and thus wear and abrasion caused by the 
tubing surface during inspection. The two sets of wheels 22 
serve to guide the transducer assembly over the surface of 
the tubing to maintain accurate spacing relative to the tubing 
surface. 
What is claimed: 
1. A method for the ultrasonic inspection of tubing com 

prising, providing a transducer assembly including an elon 
gated transducer housing having a plurality of ultrasonic 
transducers mounted on an upper surface and along a major 
axis of said housing, providing guides mounted on each of 
two opposed ends of said housing, with said plurality of 
ultrasonic transducers being mounted therebetween, provid 
ing an elongated elastic membrane of water-impervious, 
elastic material in water-tight sealed connection at edge 
portions thereof to a lower surface of said housing, with said 
edge portions of said membrane terminating on said lower 
surface of said housing at a location short of each said guides 
and with opposed width portions of said membrane extend 
ing beyond said housing, with said elastic membrane form 
ing a reservoir of ultrasonic ?uid within said membrane with 
said ?uid being coupled To said plurality of transducers, 
providing means for selective and controlled introduction 
and removal of said ultrasonic ?uid with respect to said 
reservoir, compressing said elastic membrane against an 
exterior surface of said tubing to be inspected, removing a 
quantity of said ultrasonic ?uid from said reservoir su?icient 
to cause said elastic membrane to distort and conform to an 
arcuate contour of an exterior transverse surface of said 
tubing, introducing ?owing additional ultrasonic liquid 
between said elastic membrane and an adjacent surface of 
said tubing, while producing relative rotational movement 
between said transducer assembly and said tubing to main 
tain said elastic membrane distorted and conforming to said 
arcuate contour of said exterior surface of said tubing and 
said plurality of ultrasonic transducers ultrasonically 
coupled to said tubing by said ?owing ultrasonic liquid and 
said ultrasonic ?uid within said reservoir, with said ?owing 
ultrasonic liquid maintaining said elastic membrane out-of 
contact with said tubing. 

2‘ The method of claim 1, wherein said ?owing ultrasonic 
liquid is water. 

3. The method of claim 2, wherein said water is intro 
duced by spraying said water onto said tubing during said 
relative rotational movement between said transducer 
assembly and said tubing. 

4. The method of claim 2, wherein said relative rotational 
movement is produced by rotating said transducer assembly. 


